Dry laying on grass

ECHNICA
- M o REFERENCE STANDARD | REQUIRED VALUE m
(7 | imensions

7 1S0 10545-2 Compliant Compliant i E|i|

<0, 1“/o
MODULUS OF

ROPTURE
R =35 N/mm? R>50 N/mm?
BREAKING $>2500 N
STRENGTH
S=1300N

1S0 10545-4

THERMAL SHOCK
RESISTANCE

Dry laying on sand

FRICTION COEFFICIENT

i DIN - Germania
ASTM C1028 DIN 51130
(SLIPPERINESS) Dry
rubber

Dry Wet
rubber | leather | neolythe | neolythe
0,62 0,51 0,62 0,69 0,62
: DYNAMIC COEFFICIENT
oA 5 e e e OF FRICTION (DCOF)
Laying on screed with adhesive
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‘ R11 (2CM Thick Outdoor)
> 0,42 Wet
ANSI A137.1-2012 MIN. 0,42

www.happy-floors.com
Raised installation

-Desigm

Callection

DEITEC INEJET

MADE IN ITALY

Totally
Environment
Friendly
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6"x36"-100% or 9”x36"- 100%
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6"x36" - 100%




